
 Ei = 22.117 keV  ΔEg  ΔEt

Cryst Refl EB ΘB ∫ IR dΘ Width Ei cotΘ ΔE 2m, 50μm 2m, 50μm

(h,k,l) [keV] [°] [μrad] [μrad] [meV/μrad] [meV] [meV] [meV]

Si (1,3,19) 21.986 83.76 0.2513 0.31 2.42 0.75 30.25 30.26

Ge (0,0,20) 21.916 82.26 0.2247 0.87 3.0053 2.6 37.57 37.66

Si (0,6,18) 21.657 78.3 0.2232 0.25 4.5806 1.16 57.26 57.27

Si (8,12,12) 21.415 75.53 0.1921 0.22 5.7076 1.24 71.34 71.36

Si (2,4,18) 21.171 73.18 0.176 0.2 6.6865 1.32 83.58 83.59

Ge (0,14,14) 21.695 78.79 0.1713 0.63 4.3817 2.77 54.77 54.84

Si (4,8,16) 20.923 71.09 0.1668 0.19 7.5777 1.41 94.72 94.73

Si (1,1,19) 21.747 79.51 0.1596 0.2 4.0946 0.8 51.18 51.19

Ge (8,8,16) 21.473 76.14 0.1529 0.54 5.458 2.96 68.23 68.29

Ge (4,6,18) 21.248 73.89 0.1451 0.49 6.39 3.16 79.87 79.94

Ge (0,6,18) 20.791 70.06 0.1426 0.45 8.0242 3.6 100.3 100.37

Ge (3,13,15) 21.998 84.04 0.1385 0.78 2.3073 1.79 28.84 28.9

Si (3,11,15) 21.506 76.51 0.1324 0.16 5.3073 0.85 66.34 66.35

Si (1,11,15) 21.263 74.02 0.1194 0.14 6.332 0.91 79.15 79.16

Si (1,7,17) 21.016 71.85 0.1123 0.13 7.2515 0.97 90.64 90.65

Ge (1,13,15) 21.778 79.96 0.0912 0.49 3.9164 1.91 48.96 48.99

Ge (1,5,19) 21.557 77.07 0.0787 0.4 5.0762 2.04 63.45 63.48

Ge (3,3,19) 21.333 74.69 0.0737 0.36 6.0528 2.18 75.66 75.69

Ge (1,1,19) 20.877 70.73 0.0721 0.32 7.7338 2.49 96.67 96.7

Ge (1,3,19) 21.106 72.61 0.072 0.34 6.9264 2.33 86.58 86.61

Equiv. Refl.: (7,7,17), (7,13,13), (9,9,15)

Equiv. Refl.: (3,9,17)

Equiv. Refl.: (5,7,17), (5,13,13), (11,11,11)

Equiv. Refl.: (1,9,17), (5,11,15), (9,11,13)

Equiv. Refl.: (6,12,14)

Equiv. Refl.: (2,10,16), (8,10,14)

Equiv. Refl.: (7,9,15)

Equiv. Refl.: (3,7,17), (3,13,13)

Equiv. Refl.: (1,13,13), (5,5,17), (7,11,13)

Equiv. Refl.: (3,5,19), (5,9,17), (7,11,15)

Equiv. Refl.: (1,9,17), (5,11,15), (9,11,13)

Equiv. Refl.: (0,12,16)

Equiv. Refl.: (2,10,16), (8,10,14)

Equiv. Refl.: (2,12,14), (10,10,12)

Equiv. Refl.: (2,8,18), (6,10,16)

Equiv. Refl.: (5,7,17), (5,13,13), (11,11,11)


