
 Ei = 2.472 keV  ΔEg  ΔEt

Cryst Refl EB ΘB ∫ IR dΘ Width Ei cotΘ ΔE 2m, 50μm 2m, 50μm

(h,k,l) [keV] [°] [μrad] [μrad] [meV/μrad] [meV] [meV] [meV]

Sapph (0,1,-4) 2.431 79.51 292.002 408.9 0.458 187.18 5.72 187.27

LiNbO3 (1,1,0) 2.408 76.97 95.611 101.2 0.572 57.87 7.15 58.31

Equiv. Refl.: (0,-1,4), (1,0,4), (1,-1,-4), (-1,0,-4), (-1,1,4)

Equiv. Refl.: (1,-2,0), (2,-1,0), (-1,2,0), (-1,-1,0), (-2,1,0)

no Si, Ge, or III-IV reflections available


