
Cryst 1-2 Cryst 1-2-3

Cryst 1 Cryst 2,3 ΘB 2 ΔE ∫IR dΘdE FOM ΔE ∫IR dΘdE FOM

[°] [meV] [μrad meV] [meV] [μrad meV]

Si(1,1,1) Si(1,1,1) 9.59 1110.7 12168.366 10.96 1061.73 10611.36 9.99

Si(1,1,1) Si(0,2,2) 15.79 653.22 6726.313 10.3 440.822 4070.42 9.23

Si(1,1,1) Si(1,1,3) 18.6 464.62 3224.3 6.94 187.678 1122.57 5.98

Si(1,1,1) Si(0,0,4) 22.63 392.44 3013.737 7.68 167.976 1132.57 6.74

Si(1,1,1) Si(1,3,3) 24.79 339.65 1638.282 4.82 93.041 372.21 4

Si(1,1,1) Si(2,2,4) 28.11 300.82 1782.2 5.92 95.255 482.02 5.06

Si(1,1,1) Si(3,3,3) 29.99 274.51 1009.446 3.68 57.172 177.27 3.1

Si(1,1,1) Si(3,3,3) 29.99 274.51 1009.446 3.68 57.172 177.27 3.1

Si(1,1,1) Si(0,4,4) 32.96 247.94 1175.776 4.74 63.344 254.57 4.02

Si(1,1,1) Si(1,3,5) 34.68 229.27 680.742 2.97 38.8 94.83 2.44

Si(1,1,1) Si(0,2,6) 37.47 209.68 825.048 3.93 44.636 150.53 3.37

Si(1,1,1) Si(3,3,5) 39.1 195.63 482.617 2.47 28.154 51.89 1.84

Si(1,1,1) Si(4,4,4) 41.79 179.2 604.148 3.37 33.341 93.15 2.79

Si(1,1,1) Si(1,1,7) 43.39 167.75 355.065 2.12 22.236 33.66 1.51

Si(1,1,1) Si(2,4,6) 46.04 154.39 457.038 2.96 25.132 60.72 2.42

Si(1,1,1) Si(1,3,7) 47.63 144.44 266.946 1.85 71.427 22.19 0.31

Si(1,1,1) Si(0,0,8) 50.31 132.57 353.063 2.66 19.871 40.05 2.02

Si(1,1,1) Si(3,3,7) 51.94 124.08 206.84 1.67 60.913 16.5 0.27

Si(1,1,1) Si(0,6,6) 54.7 112.89 277.533 2.46 16.064 28.29 1.76

Si(1,1,1) Si(5,5,5) 56.41 105.2 161.933 1.54 51.295 12.73 0.25

Si(1,1,1) Si(0,4,8) 59.35 94.44 221.416 2.34 13.097 21.26 1.62

Si(1,1,1) Si(1,1,9) 61.2 87.23 128.864 1.48 42.421 9.48 0.22

Si(1,1,1) Si(4,6,6) 64.46 76.34 179.188 2.35 10.781 17.07 1.58

Si(1,1,1) Si(1,3,9) 66.57 68.63 103.461 1.51 33.598 7.63 0.23

Si(1,1,1) Si(4,4,8) 70.46 56.85 146.583 2.58 8.904 15.62 1.75

Si(1,1,1) Si(1,7,7) 73.15 48.19 84.059 1.74 6.365 5.88 0.92

Si(1,1,1) Si(0,2,10) 78.79 32.59 121.111 3.72 7.578 18.99 2.51

Si(1,1,1) Si(1,5,9) 84.25 17.03 69.144 4.06 4.935 11.35 2.3

Si(1,1,1) Si(3,7,7) 84.25 17.03 69.144 4.06 4.935 11.35 2.3

 Ei = 11.867 keV



 Ei = 11.867 keV

Cryst 1 Cryst 2,3 ΘB 2 ΔE ∫IR dΘdE FOM ΔE ∫IR dΘdE FOM

[°] [meV] [μrad meV] [meV] [μrad meV]

Dia(1,1,1) Si(1,1,1) 9.59 682.61 7405.056 10.85 682.593 6823.89 10

Dia(1,1,1) Si(0,2,2) 15.79 450.32 4827.738 10.72 423.456 4235.84 10

Dia(1,1,1) Si(1,1,3) 18.6 327.14 2458.654 7.52 190.316 1216.75 6.39

Dia(1,1,1) Si(0,0,4) 22.63 290.62 2376.402 8.18 167.922 1216.65 7.25

Dia(1,1,1) Si(1,3,3) 24.79 253.39 1319.211 5.21 92.251 401.5 4.35

Dia(1,1,1) Si(2,2,4) 28.11 230.32 1468.104 6.37 95.086 519.95 5.47

Dia(1,1,1) Si(3,3,3) 29.99 211.61 844.015 3.99 56.851 190.8 3.36

Dia(1,1,1) Si(3,3,3) 29.99 211.61 844.013 3.99 56.852 190.8 3.36

Dia(1,1,1) Si(0,4,4) 32.96 193.94 998.948 5.15 63.566 272.71 4.29

Dia(1,1,1) Si(1,3,5) 34.68 184.06 581.997 3.16 38.511 102.08 2.65

Dia(1,1,1) Si(0,2,6) 37.47 168.66 711.661 4.22 44.765 161.07 3.6

Dia(1,1,1) Si(3,3,5) 39.1 161.83 421.733 2.61 28.261 56.41 2

Dia(1,1,1) Si(4,4,4) 41.79 149.08 528.997 3.55 32.953 100.13 3.04

Dia(1,1,1) Si(1,1,7) 43.39 141.73 312.361 2.2 22.245 35.07 1.58

Dia(1,1,1) Si(2,4,6) 46.04 131.52 405.131 3.08 25.124 66.53 2.65

Dia(1,1,1) Si(1,3,7) 47.63 125.67 238.286 1.9 71.943 24.24 0.34

Dia(1,1,1) Si(0,0,8) 50.31 114.95 315.725 2.75 20.05 43.98 2.19

Dia(1,1,1) Si(3,3,7) 51.94 111.06 185.443 1.67 60.794 17.31 0.28

Dia(1,1,1) Si(0,6,6) 54.7 99.77 251.143 2.52 15.996 30.37 1.9

Dia(1,1,1) Si(5,5,5) 56.41 96.55 147.196 1.52 51.29 13.21 0.26

Dia(1,1,1) Si(0,4,8) 59.35 85.05 202.808 2.38 13.139 23.2 1.77

Dia(1,1,1) Si(1,1,9) 61.2 81.25 118.43 1.46 42.401 10.08 0.24

Dia(1,1,1) Si(4,6,6) 64.46 69.78 165.636 2.37 193.432 18.6 0.1

Dia(1,1,1) Si(1,3,9) 66.57 64.92 96.432 1.49 167.852 7.74 0.05

Dia(1,1,1) Si(4,4,8) 70.46 52.34 137.04 2.62 8.943 16.75 1.87

Dia(1,1,1) Si(1,7,7) 73.15 45.8 79.157 1.73 120.988 6.32 0.05

Dia(1,1,1) Si(0,2,10) 78.79 29.55 114.697 3.88 7.662 20.15 2.63

Dia(1,1,1) Si(1,5,9) 84.25 15.32 65.998 4.31 4.93 12.21 2.48

Dia(1,1,1) Si(3,7,7) 84.25 15.32 65.998 4.31 4.93 12.21 2.48


