
Cryst 1-2 Cryst 1-2-3

Cryst 1 Cryst 2,3 ΘB 2 ΔE ∫IR dΘdE FOM ΔE ∫IR dΘdE FOM

[°] [meV] [μrad meV] [meV] [μrad meV]

Si(1,1,1) Si(1,1,1) 10.26 1047.41 11643.915 11.12 997.923 10032.26 10.05

Si(1,1,1) Si(0,2,2) 16.9 611.39 6449.886 10.55 416.775 3885.03 9.32

Si(1,1,1) Si(1,1,3) 19.94 425.56 3064.943 7.2 177.517 1073.12 6.05

Si(1,1,1) Si(0,0,4) 24.28 358.74 2879.313 8.03 159.11 1085.33 6.82

Si(1,1,1) Si(1,3,3) 26.62 305.07 1551.44 5.09 86.839 355.62 4.1

Si(1,1,1) Si(2,2,4) 30.24 269.9 1694.85 6.28 89.345 472.5 5.29

Si(1,1,1) Si(3,3,3) 32.29 243.56 953.961 3.92 53.925 170.46 3.16

Si(1,1,1) Si(0,4,4) 35.56 218.73 1115.303 5.1 59.356 246.21 4.15

Si(1,1,1) Si(1,3,5) 37.46 199.78 638.302 3.2 36.224 91.5 2.53

Si(1,1,1) Si(0,2,6) 40.56 181.55 782.292 4.31 42.55 147.73 3.47

Si(1,1,1) Si(3,3,5) 42.39 167.34 452.466 2.7 26.189 52.28 2

Si(1,1,1) Si(4,4,4) 45.42 152.55 571.9 3.75 31.191 94.05 3.02

Si(1,1,1) Si(1,1,7) 47.24 140.77 331.395 2.35 19.873 32.26 1.62

Si(1,1,1) Si(2,4,6) 50.29 127.99 430.404 3.36 23.702 63.24 2.67

Si(1,1,1) Si(1,3,7) 52.15 118.07 249.413 2.11 15.875 20.89 1.32

Si(1,1,1) Si(0,0,8) 55.33 106.55 331.259 3.11 18.664 43.98 2.36

Si(1,1,1) Si(3,3,7) 57.3 98.44 190.935 1.94 12.894 15.34 1.19

Si(1,1,1) Si(0,6,6) 60.73 86.71 260.188 3 14.902 32.87 2.21

Si(1,1,1) Si(5,5,5) 62.91 77.91 149.45 1.92 10.32 11.59 1.12

Si(1,1,1) Si(5,5,5) 62.91 77.91 149.45 1.92 10.32 11.59 1.12

Si(1,1,1) Si(0,4,8) 66.86 66.04 207.031 3.13 12.34 27.08 2.19

Si(1,1,1) Si(1,1,9) 69.49 57.17 118.462 2.07 8.005 10 1.25

Si(1,1,1) Si(4,6,6) 74.67 43.17 167.007 3.87 10.306 26.21 2.54

Si(1,1,1) Si(1,3,9) 78.72 31.28 95.171 3.04 6.591 11.8 1.79

Dia(1,1,1) Si(1,1,1) 10.26 640.38 7150.177 11.17 3624.93 6480.39 1.79

Dia(1,1,1) Si(0,2,2) 16.9 426.91 4714.534 11.04 403.89 4098.11 10.15

Dia(1,1,1) Si(1,1,3) 19.94 306.41 2393.752 7.81 178.384 1168.98 6.55

Dia(1,1,1) Si(0,0,4) 24.28 270.9 2337.946 8.63 155.201 1170.26 7.54

Dia(1,1,1) Si(1,3,3) 26.62 233.24 1289.484 5.53 86.23 385.73 4.47

Dia(1,1,1) Si(2,2,4) 30.24 211.64 1438.231 6.8 88.431 512.33 5.79

Dia(1,1,1) Si(3,3,3) 32.29 193.13 819.112 4.24 54.095 185.01 3.42

Dia(1,1,1) Si(0,4,4) 35.56 176.15 973.282 5.53 58.93 269.74 4.58

Dia(1,1,1) Si(1,3,5) 37.46 166.28 563.564 3.39 35.763 102.69 2.87

Dia(1,1,1) Si(0,2,6) 40.56 151.38 693.162 4.58 42.077 161.81 3.85

Dia(1,1,1) Si(3,3,5) 42.39 143.61 405.214 2.82 26.175 57.12 2.18

Dia(1,1,1) Si(4,4,4) 45.42 131.13 515.717 3.93 31.313 102.08 3.26

Dia(1,1,1) Si(1,1,7) 47.24 123.88 300.224 2.42 19.902 35.7 1.79

Dia(1,1,1) Si(2,4,6) 50.29 112.53 394.53 3.51 23.598 68.7 2.91

Dia(1,1,1) Si(1,3,7) 52.15 106.93 229.234 2.14 15.896 22.76 1.43

Dia(1,1,1) Si(0,0,8) 55.33 95.18 303.35 3.19 18.91 47.67 2.52

Dia(1,1,1) Si(3,3,7) 57.3 90.93 178.959 1.97 12.911 16.19 1.25

Dia(1,1,1) Si(0,6,6) 60.73 78.54 243.991 3.11 14.892 36.25 2.43

Dia(1,1,1) Si(5,5,5) 62.91 73.73 141.524 1.92 10.334 12.22 1.18

Dia(1,1,1) Si(5,5,5) 62.91 73.73 141.523 1.92 10.334 12.22 1.18

Dia(1,1,1) Si(0,4,8) 66.86 60.95 196.235 3.22 12.112 30.22 2.5

Dia(1,1,1) Si(1,1,9) 69.49 54.71 113.227 2.07 8.071 10.15 1.26

Dia(1,1,1) Si(4,6,6) 74.67 39.8 161.022 4.05 10.208 28.66 2.81

Dia(1,1,1) Si(1,3,9) 78.72 29.17 92.105 3.16 6.669 12.72 1.91

 Ei = 11.103 keV


