
Cryst 1-2 Cryst 1-2-3

Cryst 1 Cryst 2,3 ΘB 2 ΔE ∫IR dΘdE FOM ΔE ∫IR dΘdE FOM

[°] [meV] [μrad meV] [meV] [μrad meV]

Si(1,1,1) Si(1,1,1) 9.19 1153.08 12490.876 10.83 1102.78 10972.07 9.95

Si(1,1,1) Si(0,2,2) 15.11 681.96 6881.508 10.09 456.561 4165.39 9.12

Si(1,1,1) Si(1,1,3) 17.8 491.13 3321.585 6.76 196.975 1160.72 5.89

Si(1,1,1) Si(0,0,4) 21.63 415.27 3102.641 7.47 173.705 1155 6.65

Si(1,1,1) Si(1,3,3) 23.69 362.23 1691.771 4.67 97.153 383.39 3.95

Si(1,1,1) Si(2,2,4) 26.84 321.7 1832.583 5.7 98.002 489.58 5

Si(1,1,1) Si(1,1,5) 28.61 298.16 1047.749 3.51 59.834 182.8 3.06

Si(1,1,1) Si(3,3,3) 28.61 298.16 1047.749 3.51 59.834 182.8 3.06

Si(1,1,1) Si(0,4,4) 31.42 267.73 1213.855 4.53 65.546 261.83 3.99

Si(1,1,1) Si(1,3,5) 33.04 249.75 706.629 2.83 40.048 95.04 2.37

Si(1,1,1) Si(0,2,6) 35.65 228.7 855.178 3.74 47.083 152.31 3.23

Si(1,1,1) Si(3,3,5) 37.18 215.07 502.463 2.34 29.62 51.85 1.75

Si(1,1,1) Si(4,4,4) 39.68 199.45 624.22 3.13 34.397 96.66 2.81

Si(1,1,1) Si(1,1,7) 41.16 186.91 369.217 1.98 45.75 34.21 0.75

Si(1,1,1) Si(2,4,6) 43.61 172.04 474 2.76 26.534 59.99 2.26

Si(1,1,1) Si(1,3,7) 45.07 162.65 279.791 1.72 79.869 23.86 0.3

Si(1,1,1) Si(0,0,8) 47.5 149.95 366.248 2.44 21.06 38.45 1.83

Si(1,1,1) Si(3,3,7) 48.97 142.05 216.17 1.52 68.754 17.86 0.26

Si(1,1,1) Si(0,6,6) 51.45 130.36 288.229 2.21 17.303 27.66 1.6

Si(1,1,1) Si(1,5,7) 52.95 122.41 169.729 1.39 59.237 13.01 0.22

Si(1,1,1) Si(0,4,8) 55.52 112.11 230.515 2.06 27.76 21.09 0.76

Si(1,1,1) Si(1,1,9) 57.1 105.37 135.345 1.28 50.644 9.57 0.19

Si(1,1,1) Si(4,6,6) 59.83 95.15 186.666 1.96 23.237 16.69 0.72

Si(1,1,1) Si(1,3,9) 61.54 87.56 108.903 1.24 42.436 7.4 0.17

Si(1,1,1) Si(4,4,8) 64.56 77.7 153.004 1.97 19.265 12.76 0.66

Si(1,1,1) Si(1,7,7) 66.49 70.83 88.819 1.25 34.17 5.95 0.17

Si(1,1,1) Si(0,2,10) 70.03 59.63 126.634 2.12 8.07 11 1.36

Si(1,1,1) Si(1,5,9) 72.43 51.71 72.923 1.41 25.221 5.15 0.2

Si(1,1,1) Si(3,5,9) 81.24 25.58 60.517 2.37 4.415 6 1.36

Dia(1,1,1) Si(1,1,1) 9.19 708.49 7548.263 10.65 707.786 6946.76 9.81

Dia(1,1,1) Si(0,2,2) 15.11 466.7 4897.879 10.49 440.835 4333.91 9.83

Dia(1,1,1) Si(1,1,3) 17.8 341.86 2497.992 7.31 199.619 1254.47 6.28

Dia(1,1,1) Si(0,0,4) 21.63 303.84 2404.492 7.91 175.164 1240.45 7.08

Dia(1,1,1) Si(1,3,3) 23.69 266.77 1339.104 5.02 96.116 411.93 4.29

Dia(1,1,1) Si(2,2,4) 26.84 243.03 1484.419 6.11 99.126 520.6 5.25

Dia(1,1,1) Si(1,1,5) 28.61 224.11 856.705 3.82 59.257 193.89 3.27

Dia(1,1,1) Si(3,3,3) 28.61 224.11 856.706 3.82 59.257 193.89 3.27

Dia(1,1,1) Si(0,4,4) 31.42 205.96 1012.722 4.92 66.335 275.53 4.15

Dia(1,1,1) Si(1,3,5) 33.04 195.8 591.662 3.02 40.563 100.62 2.48

Dia(1,1,1) Si(0,2,6) 35.65 180.57 723.175 4 46.401 163.52 3.52

Dia(1,1,1) Si(3,3,5) 37.18 173.69 430.432 2.48 29.783 56.23 1.89

Dia(1,1,1) Si(4,4,4) 39.68 160.59 539.796 3.36 34.348 101.13 2.94

Dia(1,1,1) Si(1,1,7) 41.16 153.33 320.564 2.09 45.865 35.44 0.77

Dia(1,1,1) Si(2,4,6) 43.61 143.57 414.208 2.89 26.315 64.21 2.44

Dia(1,1,1) Si(1,3,7) 45.07 136.55 244.258 1.79 79.683 25.09 0.31

Dia(1,1,1) Si(0,0,8) 47.5 127.17 322.532 2.54 20.814 40.74 1.96

Dia(1,1,1) Si(3,3,7) 48.97 122.47 190.116 1.55 68.803 18.64 0.27

Dia(1,1,1) Si(0,6,6) 51.45 112.42 255.393 2.27 17.339 29.65 1.71

Dia(1,1,1) Si(1,5,7) 52.95 109.77 150.954 1.38 59.195 14.87 0.25

Dia(1,1,1) Si(0,4,8) 55.52 98.23 205.723 2.09 27.823 21.96 0.79

Dia(1,1,1) Si(1,1,9) 57.1 95.8 121.274 1.27 90.402 10.52 0.12

 Ei = 12.385 keV



Dia(1,1,1) Si(4,6,6) 59.83 85.24 168.303 1.97 235.788 16.71 0.07

Dia(1,1,1) Si(1,3,9) 61.54 81.44 98.932 1.21 75.848 7.91 0.1

Dia(1,1,1) Si(4,4,8) 64.56 70.76 139.653 1.97 194.388 13.54 0.07

Dia(1,1,1) Si(1,7,7) 66.49 66.23 81.404 1.23 61.338 6.6 0.11

Dia(1,1,1) Si(0,2,10) 70.03 54.4 116.553 2.14 149.913 11.96 0.08

Dia(1,1,1) Si(1,5,9) 72.43 48.77 67.684 1.39 45.717 5.18 0.11

Dia(1,1,1) Si(3,5,9) 81.24 23.49 56.623 2.41 4.357 6.55 1.5


