
Cryst 1-2 Cryst 1-2-3

Cryst 1 Cryst 2,3 ΘB 2 ΔE ∫IR dΘdE FOM ΔE ∫IR dΘdE FOM

[°] [meV] [μrad meV] [meV] [μrad meV]

Si(1,1,1) Si(1,1,1) 10.48 1028.23 11470.143 11.16 977.374 9826.51 10.05

Si(1,1,1) Si(0,2,2) 17.28 599.09 6369.162 10.63 409.522 3832.81 9.36

Si(1,1,1) Si(1,1,3) 20.38 413.92 3013.955 7.28 175.536 1063.8 6.06

Si(1,1,1) Si(0,0,4) 24.83 348.39 2838.748 8.15 156.996 1079.12 6.87

Si(1,1,1) Si(1,3,3) 27.24 295.28 1523.87 5.16 84.816 350.37 4.13

Si(1,1,1) Si(2,2,4) 30.96 260.6 1666.274 6.39 87.368 473.72 5.42

Si(1,1,1) Si(3,3,3) 33.07 234.1 934.277 3.99 53.137 168.48 3.17

Si(1,1,1) Si(0,4,4) 36.44 210.07 1095.957 5.22 58.081 244 4.2

Si(1,1,1) Si(1,3,5) 38.4 190.95 626.363 3.28 35.561 90.64 2.55

Si(1,1,1) Si(0,2,6) 41.61 173.05 768.712 4.44 40.976 148.64 3.63

Si(1,1,1) Si(3,3,5) 43.51 158.96 442.754 2.79 25.636 51.93 2.03

Si(1,1,1) Si(4,4,4) 46.67 144.57 560.828 3.88 30.916 94.17 3.05

Si(1,1,1) Si(1,1,7) 48.58 132.7 323.821 2.44 19.321 32.39 1.68

Si(1,1,1) Si(1,5,5) 48.58 132.7 323.821 2.44 19.321 32.39 1.68

Si(1,1,1) Si(2,4,6) 51.79 120.02 421.681 3.51 23.787 61.82 2.6

Si(1,1,1) Si(1,3,7) 53.76 110.13 243.482 2.21 15.184 22.2 1.46

Si(1,1,1) Si(3,5,5) 53.76 110.13 243.481 2.21 15.184 22.21 1.46

Si(1,1,1) Si(0,0,8) 57.14 98.47 324.446 3.29 18.58 45.06 2.43

Si(1,1,1) Si(3,3,7) 59.26 89.3 186.731 2.09 12.173 15.21 1.25

Si(1,1,1) Si(0,6,6) 62.99 77.81 254.339 3.27 14.763 34.92 2.37

Si(1,1,1) Si(5,5,5) 65.41 68.98 145.621 2.11 9.615 12.4 1.29

Si(1,1,1) Si(0,4,8) 69.91 56.36 202.611 3.6 12.215 29.83 2.44

Si(1,1,1) Si(1,1,9) 73.06 46.29 115.434 2.49 7.735 11.38 1.47

Si(1,1,1) Si(4,6,6) 80.06 28.74 163.514 5.69 9.711 37.29 3.84

Dia(1,1,1) Si(1,1,1) 10.48 627.67 7067.796 11.26 3527.85 6374.44 1.81

Dia(1,1,1) Si(0,2,2) 17.28 419.8 4678.25 11.14 397.776 4052.96 10.19

Dia(1,1,1) Si(1,1,3) 20.38 300.06 2372.445 7.91 174.387 1151.17 6.6

Dia(1,1,1) Si(0,0,4) 24.83 264.96 2324.432 8.77 154.184 1172.35 7.6

Dia(1,1,1) Si(1,3,3) 27.24 227.2 1279.196 5.63 84.414 381.1 4.51

Dia(1,1,1) Si(2,2,4) 30.96 205.76 1425.726 6.93 87.405 514.03 5.88

Dia(1,1,1) Si(3,3,3) 33.07 187.52 810.409 4.32 52.959 182.7 3.45

Dia(1,1,1) Si(0,4,4) 36.44 170.61 964.624 5.65 57.544 268.39 4.66

Dia(1,1,1) Si(1,3,5) 38.4 160.01 555.082 3.47 35.582 100.9 2.84

Dia(1,1,1) Si(0,2,6) 41.61 145.92 686.811 4.71 41.253 159.44 3.86

Dia(1,1,1) Si(3,3,5) 43.51 137.8 399.866 2.9 25.768 57.79 2.24

Dia(1,1,1) Si(4,4,4) 46.67 125.36 510.117 4.07 30.603 101.68 3.32

Dia(1,1,1) Si(1,1,7) 48.58 117.57 296.489 2.52 19.364 35.66 1.84

Dia(1,1,1) Si(1,5,5) 48.58 117.57 296.49 2.52 19.364 35.66 1.84

Dia(1,1,1) Si(2,4,6) 51.79 106.68 391.358 3.67 23.442 69.35 2.96

Dia(1,1,1) Si(3,5,5) 53.76 101.34 226.769 2.24 15.175 23.44 1.54

Dia(1,1,1) Si(1,3,7) 53.76 101.33 226.768 2.24 15.175 23.44 1.54

Dia(1,1,1) Si(0,0,8) 57.14 88.97 304.714 3.42 18.229 49.61 2.72

Dia(1,1,1) Si(3,3,7) 59.26 83.66 176.252 2.11 12.175 16.55 1.36

Dia(1,1,1) Si(0,6,6) 62.99 71.48 241.374 3.38 14.679 38.17 2.6

Dia(1,1,1) Si(5,5,5) 65.41 65.8 139.369 2.12 9.697 12.63 1.3

Dia(1,1,1) Si(0,4,8) 69.91 52.1 194.668 3.74 12.245 32.43 2.65

Dia(1,1,1) Si(1,1,9) 73.06 44.15 111.499 2.53 7.729 12.46 1.61

Dia(1,1,1) Si(4,6,6) 80.06 26.13 160.072 6.13 9.619 40.56 4.22

 Ei = 10.871 keV


