
Cryst 1-2 Cryst 1-2-3

Cryst 1 Cryst 2,3 ΘB 2 ΔE ∫IR dΘdE FOM ΔE ∫IR dΘdE FOM

[°] [meV] [μrad meV] [meV] [μrad meV]

Si(1,1,1) Si(1,1,1) 9.84 1085.72 11967.86 11.02 1037.93 10395.42 10.02

Si(1,1,1) Si(0,2,2) 16.21 636.8 6622.826 10.4 430.619 3995.8 9.28

Si(1,1,1) Si(1,1,3) 19.11 449.12 3163.952 7.04 182.893 1101.5 6.02

Si(1,1,1) Si(0,0,4) 23.26 379.11 2963.693 7.82 164.015 1115.68 6.8

Si(1,1,1) Si(1,3,3) 25.48 325.84 1605.587 4.93 90.573 365.53 4.04

Si(1,1,1) Si(2,2,4) 28.92 288.6 1748.695 6.06 92.721 477.49 5.15

Si(1,1,1) Si(1,1,5) 30.86 262.12 989.055 3.77 55.755 174.23 3.12

Si(1,1,1) Si(0,4,4) 33.94 236.32 1151.828 4.87 61.906 251.41 4.06

Si(1,1,1) Si(1,3,5) 35.73 217.41 664.71 3.06 37.79 93.69 2.48

Si(1,1,1) Si(0,2,6) 38.63 198.22 810.413 4.09 43.631 149.58 3.43

Si(1,1,1) Si(3,3,5) 40.34 184.66 471.093 2.55 27.506 52.44 1.91

Si(1,1,1) Si(4,4,4) 43.15 168.58 592 3.51 32.13 93.74 2.92

Si(1,1,1) Si(1,1,7) 44.82 157.14 345.644 2.2 21.161 33.11 1.56

Si(1,1,1) Si(2,4,6) 47.62 143.88 446.914 3.11 24.603 61.25 2.49

Si(1,1,1) Si(1,3,7) 49.3 134.1 259.9 1.94 33.102 21.87 0.66

Si(1,1,1) Si(0,0,8) 52.15 122.42 344.786 2.82 19.492 41.74 2.14

Si(1,1,1) Si(3,3,7) 53.9 113.88 200.838 1.76 56.091 15.73 0.28

Si(1,1,1) Si(0,6,6) 56.88 102.57 270.6 2.64 15.505 29.62 1.91

Si(1,1,1) Si(1,5,7) 58.74 94.6 157.297 1.66 46.513 11.8 0.25

Si(1,1,1) Si(0,4,8) 61.99 83.69 216.026 2.58 12.639 22.84 1.81

Si(1,1,1) Si(1,1,9) 64.06 76.05 124.631 1.64 37.354 8.97 0.24

Si(1,1,1) Si(4,6,6) 67.81 64.37 174.181 2.71 10.443 19.78 1.89

Si(1,1,1) Si(1,3,9) 70.32 55.91 100.131 1.79 7.392 7.03 0.95

Si(1,1,1) Si(4,4,8) 75.27 42.19 142.751 3.38 8.829 20.21 2.29

Si(1,1,1) Si(1,7,7) 79.15 30.54 81.375 2.66 5.688 8.97 1.58

Si(1,1,1) Si(5,5,7) 79.15 30.54 81.375 2.66 5.688 8.97 1.58

Dia(1,1,1) Si(1,1,1) 9.84 665.87 7308.774 10.98 3823.5 6695.76 1.75

Dia(1,1,1) Si(0,2,2) 16.21 441.08 4785.713 10.85 417.112 4187.1 10.04

Dia(1,1,1) Si(1,1,3) 19.11 319.06 2430.605 7.62 185.215 1196.1 6.46

Dia(1,1,1) Si(0,0,4) 23.26 282.94 2363.909 8.35 162.491 1205.51 7.42

Dia(1,1,1) Si(1,3,3) 25.48 245.27 1306.894 5.33 90 395.81 4.4

Dia(1,1,1) Si(2,2,4) 28.92 223.07 1456.522 6.53 92.348 518.66 5.62

Dia(1,1,1) Si(1,1,5) 30.86 203.74 833.514 4.09 55.864 189.85 3.4

Dia(1,1,1) Si(0,4,4) 33.94 187.02 989.42 5.29 61.929 270.99 4.38

Dia(1,1,1) Si(1,3,5) 35.73 176.84 574.71 3.25 37.116 103.12 2.78

Dia(1,1,1) Si(0,2,6) 38.63 162.05 705.298 4.35 43.479 162.32 3.73

Dia(1,1,1) Si(3,3,5) 40.34 154.68 414.745 2.68 27.288 56.16 2.06

Dia(1,1,1) Si(4,4,4) 43.15 141.7 523.129 3.69 32.689 102 3.12

Dia(1,1,1) Si(1,1,7) 44.82 134.95 307.638 2.28 21.183 35.13 1.66

Dia(1,1,1) Si(2,4,6) 47.62 124.2 400.987 3.23 24.649 68.21 2.77

Dia(1,1,1) Si(1,3,7) 49.3 117.98 233.917 1.98 33.043 23.6 0.71

Dia(1,1,1) Si(0,0,8) 52.15 107.51 312.947 2.91 19.428 44.33 2.28

Dia(1,1,1) Si(3,3,7) 53.9 103.23 182.816 1.77 56.213 16.84 0.3

Dia(1,1,1) Si(0,6,6) 56.88 91.78 248.569 2.71 15.627 32.46 2.08

Dia(1,1,1) Si(1,5,7) 58.74 88.06 145.195 1.65 46.625 12.5 0.27

Dia(1,1,1) Si(0,4,8) 61.99 76.17 200.615 2.63 12.657 24.81 1.96

Dia(1,1,1) Si(1,1,9) 64.06 71.34 116.45 1.63 37.431 9.56 0.26

Dia(1,1,1) Si(4,6,6) 67.81 59.19 163.866 2.77 10.447 21.44 2.05

Dia(1,1,1) Si(1,3,9) 70.32 53.43 94.764 1.77 140 7.62 0.05

Dia(1,1,1) Si(4,4,8) 75.27 38.66 135.506 3.51 8.904 21.72 2.44

Dia(1,1,1) Si(1,7,7) 79.15 28.36 77.644 2.74 5.59 9.96 1.78

 Ei = 11.564 keV



Dia(1,1,1) Si(5,5,7) 79.15 28.36 77.645 2.74 5.59 9.96 1.78


