
 Ei = 2.838 keV  ΔEg  ΔEt

Cryst Refl EB ΘB ∫ IR dΘ Width Ei cotΘ ΔE 2m, 50μm 2m, 50μm

(h,k,l) [keV] [°] [μrad] [μrad] [meV/μrad] [meV] [meV] [meV]

LiNbO3 (0,0,6) 2.683 70.98 164.421 132.6 0.978 129.7 12.23 130.28

LiNbO3 (1,1,3) 2.757 76.26 71.787 213.8 0.694 148.36 8.67 148.61

Quartz (0,1,-2) 2.718 73.25 63.058 97.5 0.854 83.26 10.68 83.94

Quartz (0,-1,2) 2.718 73.25 63.057 97.5 0.854 83.26 10.68 83.94

Quartz (1,-1,-2) 2.718 73.25 63.056 97.5 0.854 83.24 10.68 83.93

Quartz (1,0,2) 2.718 73.25 63.051 97.5 0.854 83.24 10.68 83.92

Quartz (-1,1,2) 2.718 73.25 63.031 97.5 0.854 83.24 10.68 83.93

Quartz (-1,0,-2) 2.718 73.25 63.026 97.5 0.854 83.24 10.68 83.92

Quartz (1,-2,-1) 2.772 77.62 54.515 73.7 0.623 45.88 7.79 46.53

Quartz (1,1,1) 2.772 77.62 54.509 73.6 0.623 45.87 7.79 46.53

Quartz (1,1,-1) 2.772 77.62 54.504 73.6 0.623 45.87 7.79 46.53

Quartz (1,-2,1) 2.772 77.62 54.498 73.6 0.623 45.87 7.79 46.52

Quartz (-2,1,-1) 2.772 77.62 54.48 73.6 0.623 45.85 7.79 46.51

Quartz (-2,1,1) 2.772 77.62 54.476 73.6 0.623 45.85 7.79 46.51

Quartz (1,0,-2) 2.718 73.25 31.677 66.9 0.854 57.1 10.68 58.09

Quartz (1,-1,2) 2.718 73.25 31.669 66.8 0.854 57.09 10.68 58.08

Quartz (-1,1,-2) 2.718 73.25 31.667 66.8 0.854 57.09 10.68 58.08

Quartz (0,-1,-2) 2.718 73.25 31.638 66.8 0.854 57.06 10.68 58.05

Quartz (0,1,2) 2.718 73.25 31.637 66.8 0.854 57.06 10.68 58.05

LiNbO3 (0,0,-6) 2.683 70.98 28.013 132.6 0.978 129.7 12.23 130.28

Quartz (-1,2,1) 2.772 77.62 15.513 73.7 0.623 45.88 7.79 46.53

Quartz (-1,-1,-1) 2.772 77.62 15.51 73.6 0.623 45.87 7.79 46.53

Quartz (-1,-1,1) 2.772 77.62 15.507 73.6 0.623 45.87 7.79 46.53

Quartz (-1,2,-1) 2.772 77.62 15.503 73.6 0.623 45.87 7.79 46.52

Quartz (2,-1,1) 2.772 77.62 15.493 73.6 0.623 45.85 7.79 46.51

Quartz (2,-1,-1) 2.772 77.62 15.491 73.6 0.623 45.85 7.79 46.51

Equiv. Refl.: (1,1,-3), (1,-2,3), (1,-2,-3), (2,-1,3), (2,-1,-3), (-1,2,3), (-1,2,-3), (-1,-1,3), (-1,-1,-3)

(-2,1,3), (-2,1,-3)

Equiv. Refl.: (-1,0,2)

no Si, Ge reflections available


