
Cryst 1-2 Cryst 1-2-3

Cryst 1 Cryst 2,3 ΘB 2 ΔE ∫IR dΘdE FOM ΔE ∫IR dΘdE FOM

[°] [meV] [μrad meV] [meV] [μrad meV]

Si(1,1,1) Si(1,1,1) 9.86 1084.07 11953.658 11.03 1035.24 10375.47 10.02

Si(1,1,1) Si(0,2,2) 16.24 635.85 6614.474 10.4 429.944 3990.88 9.28

Si(1,1,1) Si(1,1,3) 19.14 448.12 3159.956 7.05 182.629 1100.26 6.02

Si(1,1,1) Si(0,0,4) 23.3 378.22 2960.001 7.83 163.633 1111.26 6.79

Si(1,1,1) Si(1,3,3) 25.53 324.95 1603.38 4.93 90.42 365.12 4.04

Si(1,1,1) Si(2,2,4) 28.97 287.8 1746.267 6.07 92.562 477.21 5.16

Si(1,1,1) Si(1,1,5) 30.92 261.27 987.605 3.78 55.659 174.03 3.13

Si(1,1,1) Si(0,4,4) 34.01 235.55 1150.479 4.88 61.807 251.22 4.06

Si(1,1,1) Si(1,3,5) 35.8 216.63 663.712 3.06 37.745 93.6 2.48

Si(1,1,1) Si(0,2,6) 38.71 196.84 808.671 4.11 43.596 149.48 3.43

Si(1,1,1) Si(3,3,5) 40.42 183.64 470.249 2.56 27.434 52.44 1.91

Si(1,1,1) Si(4,4,4) 43.24 167.94 590.97 3.52 32.095 93.82 2.92

Si(1,1,1) Si(1,1,7) 44.92 156.77 344.781 2.2 21.094 33.11 1.57

Si(1,1,1) Si(2,4,6) 47.73 143.17 446.206 3.12 24.552 61.33 2.5

Si(1,1,1) Si(1,3,7) 49.42 133.42 259.378 1.94 32.982 21.89 0.66

Si(1,1,1) Si(0,0,8) 52.28 121.75 344.232 2.83 19.434 41.9 2.16

Si(1,1,1) Si(3,3,7) 54.03 113.17 200.56 1.77 55.774 15.69 0.28

Si(1,1,1) Si(0,6,6) 57.04 101.65 270.16 2.66 15.485 29.74 1.92

Si(1,1,1) Si(1,5,7) 58.9 94.01 156.969 1.67 46.19 11.76 0.25

Si(1,1,1) Si(5,5,5) 58.9 94.01 156.968 1.67 46.191 11.76 0.25

Si(1,1,1) Si(0,4,8) 62.18 82.87 215.606 2.6 12.61 22.97 1.82

Si(1,1,1) Si(1,1,9) 64.27 75.39 124.536 1.65 37.019 8.94 0.24

Si(1,1,1) Si(4,6,6) 68.06 63.61 174.282 2.74 10.444 20.04 1.92

Si(1,1,1) Si(1,3,9) 70.6 54.92 99.843 1.82 7.306 7.16 0.98

Si(1,1,1) Si(4,4,8) 75.65 41.01 142.467 3.47 8.904 20.57 2.31

Si(1,1,1) Si(1,7,7) 79.68 29.09 81.222 2.79 5.67 9.44 1.67

Dia(1,1,1) Si(1,1,1) 9.86 664.78 7302.465 10.98 3814.66 6686.44 1.75

Dia(1,1,1) Si(0,2,2) 16.24 440.36 4781.736 10.86 416.304 4182.87 10.05

Dia(1,1,1) Si(1,1,3) 19.14 318.55 2428.797 7.62 184.891 1194.93 6.46

Dia(1,1,1) Si(0,0,4) 23.3 282 2361.105 8.37 162.104 1203.54 7.42

Dia(1,1,1) Si(1,3,3) 25.53 244.83 1306.578 5.34 89.902 395.39 4.4

Dia(1,1,1) Si(2,2,4) 28.97 222.44 1455.634 6.54 92.212 518.59 5.62

Dia(1,1,1) Si(1,1,5) 30.92 203.31 832.89 4.1 55.797 189.76 3.4

Dia(1,1,1) Si(0,4,4) 34.01 186.64 985.514 5.28 61.751 271.01 4.39

Dia(1,1,1) Si(1,3,5) 35.8 176.34 574.192 3.26 37.026 103.16 2.79

Dia(1,1,1) Si(0,2,6) 38.71 161.54 704.715 4.36 43.395 162.29 3.74

Dia(1,1,1) Si(3,3,5) 40.42 154.24 414.817 2.69 27.226 56.15 2.06

Dia(1,1,1) Si(4,4,4) 43.24 141.77 523.822 3.7 32.656 102.15 3.13

Dia(1,1,1) Si(1,1,7) 44.92 134.5 307.328 2.28 21.179 33.43 1.58

Dia(1,1,1) Si(2,4,6) 47.73 123.72 400.755 3.24 24.557 68.49 2.79

Dia(1,1,1) Si(1,3,7) 49.42 117.49 233.737 1.99 32.924 23.56 0.72

Dia(1,1,1) Si(0,0,8) 52.28 106.98 312.841 2.92 19.373 44.6 2.3

Dia(1,1,1) Si(3,3,7) 54.03 102.78 182.599 1.78 55.909 16.82 0.3

Dia(1,1,1) Si(0,6,6) 57.04 91.32 248.306 2.72 15.604 32.64 2.09

Dia(1,1,1) Si(1,5,7) 58.9 87.48 145.08 1.66 46.302 12.48 0.27

Dia(1,1,1) Si(5,5,5) 58.9 87.48 145.08 1.66 46.302 12.48 0.27

Dia(1,1,1) Si(0,4,8) 62.18 75.59 200.462 2.65 12.649 25.01 1.98

Dia(1,1,1) Si(1,1,9) 64.27 70.86 116.329 1.64 37.085 9.55 0.26

Dia(1,1,1) Si(4,6,6) 68.06 58.52 163.653 2.8 10.386 21.83 2.1

Dia(1,1,1) Si(1,3,9) 70.6 52.46 94.519 1.8 138.015 7.7 0.06

Dia(1,1,1) Si(4,4,8) 75.65 37.45 135.382 3.62 8.946 22.1 2.47

 Ei = 11.544 keV



Dia(1,1,1) Si(1,7,7) 79.68 27.01 77.69 2.88 5.726 10.07 1.76


