
Cryst 1-2 Cryst 1-2-3

Cryst 1 Cryst 2,3 ΘB 2 ΔE ∫IR dΘdE FOM ΔE ∫IR dΘdE FOM

[°] [meV] [μrad meV] [meV] [μrad meV]

Si(1,1,1) Si(1,1,1) 11.17 972.62 10938.969 11.25 922.042 9269.09 10.05

Si(1,1,1) Si(0,2,2) 18.44 562.62 6074.683 10.8 390.096 3647.4 9.35

Si(1,1,1) Si(1,1,3) 21.77 380.49 2857.764 7.51 165.585 1009.64 6.1

Si(1,1,1) Si(0,0,4) 26.57 319.29 2702.458 8.46 149.68 1042.4 6.96

Si(1,1,1) Si(1,3,3) 29.17 265.98 1438.306 5.41 79.41 335.64 4.23

Si(1,1,1) Si(2,2,4) 33.22 234.2 1580.213 6.75 82.832 462.75 5.59

Si(1,1,1) Si(1,1,5) 35.53 206.31 878.669 4.26 49.845 160.37 3.22

Si(1,1,1) Si(0,4,4) 39.24 184.83 1036.477 5.61 53.903 239.94 4.45

Si(1,1,1) Si(1,3,5) 41.42 165.85 587.035 3.54 33.343 89.97 2.7

Si(1,1,1) Si(0,2,6) 45.01 149.13 723.476 4.85 38.98 143.45 3.68

Si(1,1,1) Si(3,3,5) 47.17 135.03 412.969 3.06 24.173 52.97 2.19

Si(1,1,1) Si(4,4,4) 50.78 121.27 527.422 4.35 29.241 94.06 3.22

Si(1,1,1) Si(1,1,7) 53 109.41 300.926 2.75 18.118 33.3 1.84

Si(1,1,1) Si(2,4,6) 56.81 96.92 395.715 4.08 22.616 65.59 2.9

Si(1,1,1) Si(1,3,7) 59.2 86.67 225.546 2.6 14.018 23.27 1.66

Si(1,1,1) Si(3,5,5) 59.2 86.67 225.546 2.6 14.018 23.27 1.66

Si(1,1,1) Si(0,0,8) 63.46 74.3 303.607 4.09 17.724 49.73 2.81

Si(1,1,1) Si(3,3,7) 66.26 64.28 172.772 2.69 11.073 18.34 1.66

Si(1,1,1) Si(0,6,6) 71.61 50.44 237.647 4.71 13.475 44.01 3.27

Si(1,1,1) Si(1,5,7) 75.57 38.41 134.254 3.5 9.128 18.33 2.01

Dia(1,1,1) Si(1,1,1) 11.17 590.89 6817.689 11.54 2784.94 6083.47 2.18

Dia(1,1,1) Si(0,2,2) 18.44 399.43 4560.948 11.42 374.578 3920.92 10.47

Dia(1,1,1) Si(1,1,3) 21.77 281.59 2308.877 8.2 163.655 1102.46 6.74

Dia(1,1,1) Si(0,0,4) 26.57 247.99 2277.089 9.18 147.217 1147.55 7.79

Dia(1,1,1) Si(1,3,3) 29.17 209.34 1244.781 5.95 79.253 370.01 4.67

Dia(1,1,1) Si(2,2,4) 33.22 189.39 1390.347 7.34 82.248 515.26 6.26

Dia(1,1,1) Si(1,1,5) 35.53 170.99 784.261 4.59 49.748 176.98 3.56

Dia(1,1,1) Si(0,4,4) 39.24 154.69 940.089 6.08 53.827 263.66 4.9

Dia(1,1,1) Si(1,3,5) 41.42 143.89 537.261 3.73 33.491 97.83 2.92

Dia(1,1,1) Si(0,2,6) 45.01 129.41 671.913 5.19 39.012 158.68 4.07

Dia(1,1,1) Si(3,3,5) 47.17 121.53 385.505 3.17 23.953 58.77 2.45

Dia(1,1,1) Si(4,4,4) 50.78 107.99 498.008 4.61 29.263 103.78 3.55

Dia(1,1,1) Si(1,1,7) 53 100.55 286.535 2.85 18.135 37.13 2.05

Dia(1,1,1) Si(2,4,6) 56.81 88.35 379.573 4.3 22.72 72.19 3.18

Dia(1,1,1) Si(1,3,7) 59.2 81.63 217.432 2.66 13.967 25.81 1.85

Dia(1,1,1) Si(3,5,5) 59.2 81.63 217.432 2.66 13.968 25.81 1.85

Dia(1,1,1) Si(0,0,8) 63.46 68.26 294.962 4.32 17.8 54.74 3.08

Dia(1,1,1) Si(3,3,7) 66.26 61.42 168.456 2.74 11.111 20.21 1.82

Dia(1,1,1) Si(0,6,6) 71.61 46.83 234.873 5.02 13.576 48.15 3.55

Dia(1,1,1) Si(1,5,7) 75.57 36.39 133.459 3.67 9.136 20.18 2.21

 Ei = 10.207 keV


